






















Q : 136) If aggregates completely pass 
through a sieve of size 75 mm and are 
retained on a sieve of size 60 mm, the 
aggregates will be known as elongated 
aggregate if its length is not less than 

A : 81.5 mm 

B : 91.5 mm 

C : 101.5 mm 

D : 121.5 
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Q : 137) Spot the odd statement: 

A : Rounded aggregate 

B : Irregular or partly rounded aggregate 
angular flaky aggregate 

C : Angular flaky aggregate 

D : Single size aggregate 
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Q : 138) Which of the following is/are 
deleterious material in aggregates?

A : Coal 

B : Clay lumps 

C : Soft fragments 

D : All option are correct 

UPSSSC JE SPECIAL 500+ QUESTIONS 

Daily Class – 7:00 PMFor Any Query Call – 8595517959 | Website – everexam.org



Q : 139) The strength of concrete made 
with angular aggregate and rounded 
aggregate is practically same at the water 
/ cement ratio is 

A : 0.4 

B : 0.48 

C : 0.55 

D : 0.65 
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Q : 140) Wastage of timber is the 
maximum in the case of: 

A : Ordinary sawing 

B : Tangential sawing 

C : Radial sawing 

D : Quarter sawing 
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Q : 141) The moisture content in a well 
seasoned timber is: 

A : 5 to 10% 

B : 10 to 12% 

C : 12 to 15% 

D : 30 to 50% 
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Q : 142) Plywood is obtained by gluing 
wooden sheets at a pressure of: 

A : 100 to 150 N/cm2

B : 100 to 130 N/cm2

C : Both (a) and (b) 

D : Neither (a) nor (b) 
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Q : 143) The timber having maximum 
resistance against white ants is obtained 
from-

A : Chair 

B : Shisham

C : Sal 

D : Teak 
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Q : 144) Due to attack of dry rot, the 
timber : 

A : Cracks 

B : Shrinks 

C : Reduces to powder 

D : None of these 
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Q : 145) The defect in timber that arises 
due to the swelling caused by growth of 
layers of sap wood over the wounds after 
branch is cut off is called as __________. 

A : Checks 

B : Knots 

C : Shakes

D : Rind gall 
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Q : 146) Which of the following quality of 
timber can improved using Abel’s 
process?

A : Durability 

B : Fire resistance 

C : Chemical resistance 

D : Strength 
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Q : 147) What is the recommended 
moisture content of timber, which issued 
as a structural element for windows?

A : 5-10% 

B : 10-16% 

C : 16-26% 

D : 26-36% 
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Q : 148) In which of the following case 
bethel process is used?

A : Brick manufacturing 

B : Cement manufacturing 

C : Manufacturing of bituminous material 

D : Treatment of timber 
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Q : 149) The inner annual rings 
surrounding the central portion or core 
of a tree is ________

A : Medullary rays 

B : Sap wood 

C : Pith 

D : Heat wood 
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Q : 150) Snow Crete is one of the patent 
forms of 

A : Distemper 

B : Water proof cement paint 

C : Enamel paint 

D : Cellulose paint 
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Q : 151) The base material for distemper 
is: 

A : Chalk 

B : Lime 

C : Clay 
D : Lime putty 
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Q : 152) The detachment of the paint film 
from the surface is known as _______

A : Chalking 

B : Cracking 

C : Flaking 

D : Wrinkling 
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Q : 153) Which of the following is added 
as a vehicle in paints?

A : White lead 

B : Read lead 

C : Tung oil 

D : Turpentine oil 

UPSSSC JE SPECIAL 500+ QUESTIONS 

Daily Class – 7:00 PMFor Any Query Call – 8595517959 | Website – everexam.org



Q : 154) When paint is applied in three 
coats, the first coat is known as : 

A : Stopping 

B : Under coat 

C : Priming coat 

D : Finishing coat 
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Q : 155) The thinner used in plastic paint 
is: 

A : Spirit 

B : Oil 

C : Naphtha 

D : Water 
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Q : 156) For bituminous materials, 
vacuum capillary viscometers are used 
for the determination of: 

A : Absolute viscosity 

B : Industrial viscosity 

C : Both the above 

D : None of the above 
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Q : 157) Dog legged stairs are: 

A : Quarter turn stairs 

B : Three quarter turn stairs 

C : Half turn stairs 

D : Straight stairs 
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Q : 158) For polishing mosaic floors we 
used: 

A : Carbolic acid 

B : Muriatic acid 

C : Acetic acid 

D : Oxalic acid 
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Q : 159) The beams supporting the stair 
steps are generally known as : 

A : Headers 

B : Trimmers 

C : Stringers 

D : Spandrel beam 
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Q : 160) A very comfortable type of stair 
for usage is: 

A : Straight 

B : Dog legged 

C : Open newel 

D : Circular 
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